


Strain engineering and one-dimensional
organization of metal–insulator domains in
single-crystal vanadium dioxide beams
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Correlated electron materials can undergo a variety of phase
transitions, including superconductivity, the metal–insulator
transition and colossal magnetoresistance1. Moreover, multiple
physical phases or domains with dimensions of nanometres to
micrometres can coexist in these materials at temperatures
where a pure phase is expected2. Making use of the properties
of correlated electron materials in device applications will
require the ability to control domain structures and phase tran-
sitions in these materials. Lattice strain has been shown to
cause the coexistence of metallic and insulating phases in the
Mott insulator VO2. Here, we show that we can nucleate and
manipulate ordered arrays of metallic and insulating domains
along single-crystal beams of VO2 by continuously tuning the
strain over a wide range of values. The Mott transition
between a low-temperature insulating phase and a high-temp-
erature metallic phase usually occurs at 341 K in VO2, but the
active control of strain allows us to reduce this transition temp-
erature to room temperature. In addition to device applications,
the ability to control the phase structure of VO2 with strain
could lead to a deeper understanding of the correlated electron
materials in general.

Lattice strain, if tuned continuously, would be a sensitive means
to shed light on the origin of phase inhomogeneity. In contrast to
conventional materials, where elastic deformation causes continu-
ous, minor variations in material properties, lattice strain has a pro-
found influence on the electrical, optical and magnetic properties of
correlated electron materials (CEMs) through coupling between the
charge, spin and orbital degrees of freedom of electrons3. If phase
inhomogeneity is absent in strain-free, single-crystal specimens,
but can be introduced and modulated by external strain, it would
then be possible to eliminate or strain engineer the inhomogeneity
and domains in CEMs for nanoscale device applications. Previous
strain studies of CEMs have been limited to epitaxial thin films.
Biaxial strain imposed from lattice mismatch with the substrate
has been shown to enhance remarkably the order parameters in fer-
roelectric4–6 and high-TC superconducting epilayers7. In these films
the lattice-mismatch strain distribution is complicated by misfit dis-
locations. In contrast, free-standing, single-crystal CEM nanostruc-
tures are dislocation-free, and can be subjected to coherent and
continuously tunable external stress. CEM phase transitions and
domain dynamics can then be explored through in situ microscopic
experiments varying strain and temperature independently. Such an
approach would enable, for the first time, probing of CEMs at the

single domain level under continuous tuning of their lattice degree
of freedom.

VO2 is a CEM that, in the strain-free state, undergoes a first-order
metal–insulator phase transition (MIT) at TC

0 ¼ 341 K with a change
in conductivity of several orders of magnitude. The MIT is
accompanied by a structural phase transition from the high-tempera-
ture tetragonal phase (metallic, M) to the low-temperature monoclinic
phase (insulating, I). On cooling through the MIT, the vanadium ions
dimerize and these pairs tilt with respect to the tetragonal c-axis,
causing the specimen to expand by 10� 1% along the c-axis8–10. Along
the tetragonal a- and b-axes, on the other hand, the lattice shrinks
by 0.6 and 0.1%, respectively, causing a volume expansion of 0.3%
(refs 8–10). The relationship between the MIT and the accompanying
structural transition in VO2 has been a topic of debate for decades11–13.
As expected from the abrupt change in lattice constant with the phase
transition, a uniaxial compressive (tensile) stress along the tetragonal
c-axis direction would drive the system towards the M (I) phase. In
the stress–temperature phase diagram, the rate at which the transition
temperature TC is modified by the uniaxial stress s is given by the
Clausius–Clapeyron equation,

dTC=ds ¼ ð10T0
CÞ=DH ð1Þ

where DH is the latent heat of the transition. dTC/ds was measured to
be�1.2 K kbar21 for c-axis uniaxial stress14. As the volume change at
the MIT is much weaker than the c-axis expansion, it is expected from
the Clausius–Clapeyron equation that TC is much more sensitive to
uniaxial stress than to hydrostatic pressure. This offers an efficient
way to organize M–I domains in single-crystal VO2 by imposing a uni-
axial strain distribution. It has been shown that single-crystal VO2
nanobeams fully clamped on a SiO2 surface spontaneously exhibit per-
iodic M–I domains near TC

0 owing to uniaxial strain imposed by elastic
mismatch with the substrate15,16. The work was recently advanced by
etching the fully clamped system into an end-clamped configuration,
and interesting phase coexisting phenomena were observed17. In the
present work, instead of passively observing the strain effect, we fully
eliminate the substrate-imposed strain and then induce and continu-
ously modulate the MIT by artificially stressing the VO2. Single-crystal
VO2 micro- and nanobeams were prepared with the length direction
along the tetragonal c-axis (see Methods). We established coherent
strain fields in the VO2 beams by bending or applying uniaxial
stress. The small width and the single-crystal nature of these beams
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allowed them to withstand an extraordinarily high uniaxial strain
(.2.5%, as compared to ,1% in bulk) without plastic deformation
or fracture. The system responded to the strain field by self-organizing
one-dimensionally micro- to nanoscale M–I domains along the beam
length. Such an active and continuous control of the phase inhom-
ogeneity opens possibilities for device applications of the MIT in
VO2. We generated a strain–temperature phase diagram for VO2,
and demonstrated the MIT in VO2 at room temperature for the
first time.

Figure 1a–c shows low- and high-resolution images of typical VO2
beams. By adjusting the synthesis conditions, the beams can be grown
with either a weakly coupled beam–substrate interface that slips to
relieve stress, or a strongly coupled, clamped interface that pins the
beam to the substrate. In the latter case thermal stress is imposed on
the beams after cooling from the growth temperature to room temp-
erature. Both types of beams were incorporated into four-probe
devices using lithography. With increasing temperature, devices
made from the unstressed beams displayed a sharp drop of resistance
at TC

0¼ 341 K (Fig. 1d, single-domain device). When heated through
the transition temperature, the beam shows an abrupt change in
brightness in white-light optical microscope images, from bright
reflection in the low-temperature I phase to dark reflection in the
high-temperature M phase. In contrast, the electrical resistance of
the clamped beams decreases gradually across a wide phase-trans-
ition temperature range, showing an effective second-order phase
transition. High-magnification optical imaging of the clamped
beams revealed multiple M and I domains appearing during the
transition, where dark domains nucleated in the bright phase and
grew with increasing temperature, finally merging into a single M

phase. A direct correlation between optical contrast and the electronic
phases is therefore established, where bright and dark reflection indi-
cates the I and M phase, respectively.

Clamped VO2 beams of various widths (300 nm to 5 mm) dis-
played periodic M–I domains in high-resolution optical microscopy
within the transition range (see Supplementary Information). Such
a periodic domain pattern forms spontaneously as a result of the
competition between strain energy in the elastically mismatched
VO2/substrate system and domain wall energy in the VO2
(ref. 16). The period of the pattern is determined by the balance
between the strain-energy minimization that favours small, alternat-
ing M–I domains and domain-wall energy minimization that
opposes them16,18. The domain structure could not be resolved by
optical microscopy on beams narrower than 300 nm, and beams
wider than 5 mm displayed an irregular, two-dimensional domain
texture, possibly due to biaxial or non-uniform strain (as in the
case of thin films). We focused our optical study on beams with
widths between 1 and 2 mm, in which the micro-domains could
be readily imaged and the local strain was easily controlled. In
these beams a chain of M–I domains self-organize along the
beam axis with a characteristic domain size comparable to the
beam width.

To establish a wider range of coherent strain in the VO2 beam, we
bent non-clamped beams on the substrate by pushing part of the
beam with a microprobe. A large compressive (tensile) strain
results near the inner (outer) edge of the high-curvature regions
of the bent beam. Figure 2a shows the development of an array of
triangular domains along a bent VO2 beam imaged at different
temperatures. The bent beam was in I phase at room temperature.
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Figure 1 | Structural and electrical characterization of VO2 beams. a, Scanning electron microscope image of a VO2 beam grown along the monoclinic [100]

direction (tetragonal c-axis) showing the facet surface. b, Selected area electron diffraction pattern for a 100-nm-wide nanobeam indexed using a ½01�1� zone

axis. c, High-resolution transmission electron microscope image of a VO2 nanobeam. The inset shows the corresponding fast Fourier transform pattern

indexed to monoclinic VO2 with a [001] zone axis. d, Resistance of VO2 beams measured in four-probe geometry as a function of temperature. The free-

standing VO2 beam shows single-domain behaviour (open triangles: red, heating; blue, cooling), whereas the clamped VO2 beam shows multiple domains

during the transition (filled triangles). e, Optical images of the multiple-domain device taken at different temperatures. The top (298 K) and bottom (383 K)

images show the pure insulating and metallic phases, respectively. The middle image (341 K) shows the coexistence of metallic and insulating domains in the

device. Scale bars, 100 nm (a), 2 nm (c), and 5 mm (e).
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At elevated temperatures, sub-micrometre, periodic triangular M
domains started to nucleate at the inner edge of the bent region
where the strain was the most compressive. These domains contin-
ued to grow and expand with increasing temperature, while the tri-
angular geometry and periodic arrangement were maintained. At
T� TC

0¼ 341 K, the straight, strain-free part of the beam switched
abruptly to the M phase as expected, while the bent part of the
beam showed a nearly 50%–50% coexistence of M and I domains.
These domains were highly periodic and triangular, with each tri-
angle running through the entire width of the beam. As temperature
was further increased, the M phase expanded toward the outer edge
and finally completely eliminated the I phase at T� 383 K. Upon
cooling (not shown), the domain evolution was reversed, with a
�10 K hysteresis from the heating process. Therefore, the domain
organization at the microscale evolves from a periodic, nanoscale
phase nucleation.

To quantitatively understand the strain-stabilized M–I phase
coexistence, the bent part of the beam is approximated with a con-
stant curvature geometry in which the strain varies linearly from
compression to tension in the radial direction across a neutral
plane. Assuming an equal Young’s modulus for both the M and I
phases (Y¼ 140 GPa; ref. 19), the stress is calculated from s¼ Y1
along the radial direction. The optically determined M-phase

fraction h, at each radius, was measured from Fig. 2a and plotted
in s2TC phase space in Fig. 2b. As expected, the system was in
pure M phase (h¼ 1) at high temperatures and high compressive
stresses, and in pure I phase (h¼ 0) at low temperatures and high
tensile stresses. At intermediate temperatures and stresses, M and
I phases coexisted with the spatial arrangement and relative fraction
determined by energy minimization. According to equation (1),
the boundary separating the M and I phases in the s2TC phase
diagram in Fig. 2b is directly related to the latent heat of the MIT.
Fitting the experimental data using the upper and lower boundaries,
we obtain a latent heat of DH between 1,200 and 950 cal mol21.
This value is consistent with a DH of 1,025 cal mol21 reported for
bulk VO2 (refs 20,21). Note that these values are nearly four times
higher than the latent heat calculated from the s2TC data reported
recently17. This difference might be because the phase transition
in ref. 17 is between another monoclinic phase (M2) and the
rutile M phase.

Assuming a linear M–I phase boundary, the s2TC phase diagram
predicts that a compressive strain of�2.2% would be sufficient to drive
VO2 from I to M phase at room temperature. To test this prediction, we
applied compressive stress directly along the length of a VO2 beam
clamped onto a soft substrate22 and investigated how h changed
with external stress (see Methods). With increasing compressive
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Figure 2 | Strain-induced metal–insulator transitions along VO2 beams. a, Optical images of an array of triangular metallic (M, dark regions) and insulating

(I, bright regions) domains nucleated and co-stabilized by tensile and compressive strain during heating. A colour-inverted image with better contrast

between the I and M phases is included in the Supplementary Information. b, Phase diagram showing the fraction of the M phase (red is 100% M and blue

is 100% I; see colour bar) as a function of temperature (x-axis) and uniaxial stress (y-axis, left) or strain (y-axis, right). Data were extracted by optical

measurements from the bent beam shown in a. c, Uniaxial compression reversibly induces a metal–insulator transition (MIT) at room temperature in

clamped VO2 beams. The inset shows representative optical images of M–I domains along a stressed beam. d, Room-temperature I–V characteristic of a VO2

beam under different axial compressions, showing a MIT induced by Joule heating, with the threshold voltage and current both being significantly reduced by

the external compression. The experiment was carried out under ambient conditions. Scale bars in a and c, 10mm.
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stress along the beam axis, periodic M phase (dark domains) emerged
out of the I phase (bright part) and gradually expanded, eventually
merging to form a pure M phase beam. The VO2 beam was monitored
optically and h was measured as a function of the total strain. As
shown in Fig. 2c, the beam remained entirely insulating (h¼ 0)
until stressed to a total strain of 1�21.9%, then entered a strain
regime where periodic M and I domains coexisted, ultimately reaching
a full M state (h¼ 1) at 1�22.1%. Upon releasing the strain from the
M state, the h–1 curve showed a hysteretic behaviour and the beam
returned to a full I state at 1�21.8%.

As the resistance of the VO2 beams changes by several orders of
magnitude across the MIT, this actively controlled, room-temperature
phase transition can be used as a ‘strain-Mott’ transistor. Very recently,
Joule heating-induced MIT in single VO2 nanowires was used to
achieve a novel type of gas sensor23. The nanowire was self-heated
into the M phase when the bias voltage exceeded a threshold (Vth).
The sensitivity and selectivity to different pressures and species of
gas molecules came from their different thermal conductivity to dissi-
pate the Joule heat away from the nanowire. However, a large Vth, thus
a high operation power, was typically needed to achieve such device
function23. The strain sensitivity of the MIT provides a strategy to dras-
tically reduce the operation power and hence potentially increase the
sensitivity and lifetime of these devices. In Fig. 2d we show such an
effect observed from a self-heated VO2 device under uniaxial com-
pression at room temperature. Over the range of compression, Vth
and threshold current were reduced by a factor of 5 to 6;
consequently, the operation power was reduced by a factor of 30.
Further compression directly drove the device to the M state without
the need for Joule heating, which can be seen from the trend of decreas-
ing resistance of the I phase at V , Vth. Active and extensive control of
strain in these nano/microbeams thus offers a new ‘knob’ to tune the
MIT for novel or improved device applications.

To understand if the domain patterns self-organized along the
beams are to be expected given the material parameters of VO2
and the geometric dimensions of the beams, we implemented a
two-dimensional phase field model, where the total energy F(f )
is equal to the sum of bulk thermodynamic energy, interfacial
(domain wall) energy and strain energy,

FðfÞ ¼
ð

f ðfÞ þ b2

2
jrfj2 þ 1

2
Cijklð1ij � 1

T
ijÞð1kl � 1

T
klÞ

� �
dA ð2Þ

The parameter f denotes the phase, where f¼ 0 corresponds to M
and f¼ 1 corresponds to I. A double well potential f(f) describes

the relative thermodynamic energy of the M and I phases and is
temperature dependent. The second term reflects the interfacial
energy. The last term is the elastic energy, where C is the elastic
modulus tensor, 1 the strain, and 1T the lattice mismatch between
the two phases: 1xx

T varies smoothly from 10¼ 0 to 1% as the phase
varies from f¼ 0 to 1, and 1yy

T and 1xy
T are 0. The parameters used

in the modelling are typical for bulk VO2 (refs 16,19). In the simu-
lations, the phase distribution evolves from an initial random
phase distribution (Fig. 3a) according to Cahn–Allen dynamics
under boundary conditions corresponding to a uniform beam
bending. Videos showing the evolution of the phases and the
accompanying relaxation of the strain field are available in the
Supplementary Information.

At T¼ TC
0, the equilibrium phase distribution shows a periodic,

triangular domain pattern as shown in Fig. 3b, demonstrating quan-
titatively that realistic geometric, elastic and interfacial energy
parameters give rise to the patterns observed in the experiment.
This pattern nearly completely relieves the strain energy in the
bent beam, with some remnant strain at the triangular tips
(Fig. 3c). Between the upper and lower edges, the ratio of metal
and insulator phases varies linearly for optimal strain energy
relief, corresponding exactly to the initial linear variation of strain.
The period varies for different interfacial energy density and

T = T 0
C T = T 0

C

T = T 0
C T = T 0

C

T < T 0
C T > T 0

C

Figure 3 | Phase field modelling of domain formation in a bent VO2 beam. a, At first, the metallic (M, dark green) and insulating (I, yellow) phases

are randomly distributed at the natural MIT temperature, TC
0. b, Equilibrium phase distribution showing a self-organized array of M and I phases at TC

0.

c, Equilibrium strain (1xx) distribution at TC
0: yellow and dark green denote the maximum tensile and maximum compressive strain, respectively. d, Equilibrium

strain energy density distribution: yellow denotes the highest strain energy density; dark green denotes the lowest. e,f, Equilibrium phase distribution showing

more of the I phase (yellow) at a temperature below TC
0 (e), and more of the M phase (dark green) above TC

0 (f).

298 K

343 K

Figure 4 | Strain engineering domains in a VO2 beam. Before bending, the

beam was purely insulating (bright, top image) at 298 K and purely metallic

(dark, second image) at 343 K. A tungsten needle (denoted by the arrows)

was used to push-bend the beam, which created I domain arrays in the

strained regions. Scale bar, 10mm.
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elastic constants. Specifically, the period is determined by compet-
ing effects of strain energy relaxation and interfacial energy mini-
mization: a smaller period results in more effective strain energy
relief, but at the cost of introducing more interfacial area. This
effect is commonly observed in, for instance, spinodally decompos-
ing systems in which strain stabilizes periodic microstructures24.
Finally, we illustrate in Fig. 3 the equilibrium phase distributions
for systems that are slightly below or above TC

0, which also agree
well with the experimental observation in Fig. 2a.

It is intriguing to compare the coexistence of M and I phases in the
VO2 beams to the phase inhomogeneity observed in CEM thin films,
such as Mott insulators25, colossal magnetoresistive manganites2,26–32

and high-TC superconductors33. Specifically in VO2, an M–I phase
coexistence within a range near TC

0 in polycrystalline VO2 films
grown on Al2O3 substrates was recently observed using scanning
near-field infrared microscopy25. Upon heating across TC

0 the M
phase grows out of the I phase in a random, percolative manner,
with the size of M and I domains ranging from the nano- to micro-
scale. In contrast, in our single-crystal VO2 beams, not surprisingly,
the M and I phases coexist and evolve from the nano- to microscale
in an orderly fashion in response to the continuous tuning of
coherent strain.

The sensitivity of the electronic phases to local strain allows one
to manipulate and engineer the functional domains through exter-
nal stress. Figure 4 shows various domain patterns stabilized in one
VO2 beam by bending different parts of the beam. Initially the beam
was strain-free, and therefore in pure I phase at room temperature
and pure M phase at 343 K. When the beam was locally bent at
343 K, an array of triangular I domains were created in the high cur-
vature region in response to the local tensile strain. These domains
were highly mobile and could be driven to different locations along
the beam by slight modifications of the bending geometry. Strain
manipulation of M–I domains along a VO2 beam was recorded as
a video (see Supplementary Information). In all cases, the spatial
inhomogeneity and arrangement of the M and I phases could be
understood from the total energy minimization of the system. The
active control of the phase transition by strain offers a new approach
to directly probe sub-domain behaviour of VO2 in uncharted phase
space such as the M2 phase8.

In summary, uniaxial external stress was used to engineer M–I
domains along single-crystal beams of VO2, and to observe the
Mott M–I transition at room temperature. The ability to engineer
phase inhomogeneity and phase transitions with strain opens
opportunities for designing and controlling functional domains
of VO2 for device and sensor applications. As distinctly different
physical and chemical properties are associated with these phases,
interfacing strain-engineered VO2 with other molecular, nano-
or polymeric materials may provide new assembly strategies to
achieve collective and externally tunable functionalities.

Methods
Single-crystalline VO2 beams were grown using a vapour transport method reported
previously (see Supplementary Information) and characterized using scanning
electron microscopy (SEM), transmission electron microscopy (TEM) and selected
area electron diffraction16,34. These VO2 beams grow along the tetragonal c-axis with
f110g planes as the bounding side faces34. The width of these beams varies from
50 nm to a few micrometres and their length ranges from tens to a few hundred
micrometres. In the experiment of applying compressive stress to single VO2 beams,
single-crystal VO2 beams (typical length �100 mm, width �0.5–2 mm) were
transferred to a polycarbonate or Kapton substrate (thickness �1 mm). A set of
metal contacts were patterned using lithography and deposited using sputtering
(15 nm chromium and 400 nm gold) for electromechanical measurements. Epoxy
was used to bury and bond the VO2 beam onto the substrate, and cured immediately
at 390 K for 30 min. This step ensured that the VO2 beam was clamped onto the
substrate when it was in M phase, and therefore when the VO2 was cooled down to
I phase at room temperature, a spontaneous compressive strain of 10� 1% (due to
the MIT) and another compressive strain of �0.4% (due to thermal expansion
mismatch with the polycarbonate substrate) were frozen in the system. By three-
point concave bending of the polycarbonate or Kapton substrate along the length

direction of the VO2 beam, further uniaxial compressive stress was added to the VO2
beam. A strain gauge was glued in the centre of the substrate and used to monitor the
additional strain imposed by the three-point bending.

In the phase field simulations, the total energy arises from thermodynamic
bulk energy, interfacial energy and strain energy. The thermodynamic energy is
represented by a double-well potential; the relative depth of the minima is shifted to
represent effects of temperature. The interfacial energy, isotropic here, is obtained by
gradient terms which are non-zero in the transition regions. The phase field evolves
according to Cahn–Allen dynamics for non-conserved order parameters, and is
solved on a two-dimensional grid using finite differences that are second-order
accurate in space and first-order accurate in time. A simple relaxation (Gauss–
Seidel) method is implemented to find the displacement fields, strain, and stress by
solving the equations of mechanical equilibrium with fixed displacement boundary
conditions. The system considered corresponds to a beam of length 5 mm and width
1 mm, which is bent so that the strain on the upper and lower edge is 0.5% and
20.5%, respectively.
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Synthesis and characterization of VO2 beams: The VO2 beams were synthesized using a 
modified version of the vapor transport method reported previously by Guiton et al1. Bulk VO2

powder was placed in a quartz boat in the center of a horizontal tube furnace. The reaction 
product was collected on a Si substrate with a thermally grown surface oxide (100 nm and 500 
nm) or on quartz substrates downstream from the source boat. The growth was carried out at 
different conditions including: temperature 900, 950, and 1000 ºC, Ar carrier gas flow rate 4, 10 
and 20 sccm, pressure ~ 10 torr, evaporation time ~ 4 hours. The size distribution, lattice structure 
and crystal orientation of these beams were characterized by scanning electron microscopy, 
transmission electron microscopy and selected area electron diffraction. 

Optical and electrical measurements: Bright-field optical images were recorded using an 
optical microscope (Leica DM 4000M) equipped with a color CCD camera. Beams with various 
sizes show optical contrast between the low-temperature, insulating phase and the high-
temperature, metallic phases. The sample temperature was controlled by a heater and a resistive 
temperature sensor. Four-point probe devices were fabricated via photolithography on quartz 
substrate. The contact electrodes were deposited by sputtering Titanium layer (20 nm) followed 
by a gold layer (200 nm) onto the lithographically defined pattern. The in situ bending of the VO2

beam in Video S1 was achieved by clamping a VO2 beam across a gap between two Si chips 
glued onto a piezoelectric stack, so as to modulate the gap size and stress the VO2 beam.  It can 
be seen that in the initial state, the beam was in I phase. When uniaxially compressed, a single M-
domain formed along the length. Upon further stressing, the beam buckled and an array of 
triangular I domains showed up parting the curved regions of the beam. The beam reversibly 
returned to the initial purely I state when the stress was released.  

 

© 2009 Macmillan Publishers Limited.  All rights reserved. 

 



2	 nature nanotechnology | www.nature.com/naturenanotechnology

supplementary information doi: 10.1038/nnano.2009.266

 

Figure S1 Bright field reflected white-light optical images of VO2 beams. The beams are in the pure 
insulating phase (bright contrast) at low temperatures (298 K), pure metallic phase (dark contrast) at high 
temperatures (373 K), and mixed insulating-metallic domains at intermediate temperatures (338 K).  The 
last image is for a bent, non-clamped beam, while the rest are for beams bottom clamped on a SiO2

substrate. The scale bar is 2 µm.  

Figure S2 Colour inverted image of Fig. 2a in the main text, showing an array of triangle M-I 
domains nucleated and co-stabilized by tensile and compressive strain during heating. Bright is M 
phase and dark is I phase. The scale bar is 10 μm.  

 

© 2009 Macmillan Publishers Limited.  All rights reserved. 

 



nature nanotechnology | www.nature.com/naturenanotechnology	 3

supplementary informationdoi: 10.1038/nnano.2009.266 

Video S1. In situ optical imaging of compressing and then bending a VO2 beam (width ~1.5 µm, 
temperature 338 K) showing the creation and elimination of M domains along the beam.  

Video S2. Phase field modelling of domain formation in a bent VO2 beam. This video shows the 
nucleation and evolution of a periodic array of triangular M and I domains out of a randomly distributed 
initial state. The system considered corresponds to a beam of length 5 μm and width 1 μm, which is bent so 
that the initial strain varies linearly from 0.5% at the lower edge to -0.5% at the upper edge. The yellow and 
dark green colours represent I and M phase, respectively. 

Video S3. Phase field modelling of domain formation in a bent VO2 beam. This video shows the 
evolution of the strain field. The yellow and dark green colours denote the maximum tensile and maximum 
compressive strain, respectively. 

Video S4. Phase field modelling of domain formation in a bent VO2 beam. This video shows the 
evolution of the strain energy density. The yellow and dark green colours denote the highest and lowest 
strain energy density, respectively. 
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